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Objectives: The effects of 2-methacryloyloxyethyl phosphorylcholine (MPC)-polymer on the adherence of microorganisms such as non-Candida albicans Candida (NCAC) and methicillin-resistant Staphylococcus aureus (MRSA),
frequently detected in oral infections in immunocompromised and/or elderly people, to denture resin material,
are still unclear. Here, we report the effects of MPC-polymer on the adherence of C. albicans, NCAC, and MRSA to
acrylic denture resin.
Methods: Sixteen strains of C. albicans, seven strains of C. glabrata, two strains of C. tropicalis, one strain of
C. parapsilosis, and six strains of MRSA were used. We cultured the fungal/bacterial strains and examined the cell
growth and adherence of fungi/bacteria to mucin-coated acrylic denture resin plates (ADRP) with or without
MPC-polymer coating, by scanning electron microscopy. The cell surface hydrophobicity of the fungal/bacterial
strains was measured by the adsorption to hydrocarbons.
Results: MPC-polymer did not affect the growth of all strains of Candida species and MRSA, but signiﬁcantly
suppressed adherence to ADRP in most strains of C. albicans and all strains of NCAC and MRSA. A signiﬁcant
positive correlation was found between cell hydrophobicity and the reduction rates of microbial adherence to
ADRP treated with 5% of MPC-polymer.
Conclusions: MPC-polymer treatment for acrylic resin material suppresses the adherence of C. albicans, NCAC and
MRSA via their hydrophilicity interaction.
Clinical signiﬁcance: The application of MPC-polymer for denture hygiene is potent to prevent oral candidiasis,
denture stomatitis and opportunistic infection, caused by Candida species and MRSA, via suppressing the
adherence of those fungus/bacteria.
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1. Introduction

streptococcal bioﬁlms in vitro [29]. We also reported that mouth-rinsing
with 5% of MPC-polymer inhibited the increase of oral bacterial numbers
in a clinical trial [30]. F. nucleatum is known to play a central role as a
physical bridge to mediate the co-aggregation of bacterial cells and
promote an anaerobic microenvironment. The inhibition of this
co-aggregation by MPC-polymer coating suggests that it is a potent
measure to prevent dental plaque formation and subsequent dental caries
and periodontal disease [30].
Ikeya et al. reported that complete dentures with photoreactive
monomer bearing a phenylazide group, 2-methacryloyloxyethyl-4-azidobenzoate (PMBPAz) signiﬁcantly inhibited bacterial plaque accumulation in vivo as conﬁrmed by methylene blue staining technique [31]. Graft
polymerization of MPC on an acrylic resin denture signiﬁcantly reduced
the adherence of C. albicans [32]. However, the effects of MPC-polymer
on the adherence of microorganisms remain unclear, especially in
NCAC and MRSA that are frequently detected in the immunocompromised and elderly populations.
In the present study, we demonstrated that MPC-polymer treatment
for acrylic resin material suppressed the adherence of C. albicans, NCAC
and MRSA via their hydrophilicity interaction. Application of MPCpolymer for denture hygiene is a promising strategy to prevent denture
stomatitis and related infections caused by these microbes.

The number of elderly people in the world has been increasing due to
the signiﬁcant improvements in health and medical care [1, 2]. It is
predicted that the elderly will comprise over 25% of the total population
by 2025 in Japan [3]. However, the number of elderly individuals with
frailty due to cognitive impairment and cerebrovascular disorder is also
on the rise. Research has shown that lowering the daily activities of the
elderly will worsen their oral health rapidly, resulting in a high prevalence of edentulism and denture wearing [2]. Dentures may act as a
reservoir for respiratory and systemic opportunistic pathogens, and as an
ecological niche for antibiotic-resistant bacteria to thrive in [4, 5]. To
prevent these problems, denture hygiene formulas with reliable cleaning
effects and safety are needed.
Candida species are frequently implicated in mixed bacteria-fungal
infections and form bioﬁlms on the surfaces of indwelling medical
devices [6]. In oral region, Candida species cause denture stomatitis
through direct adherence to denture surfaces [7], and, caries, root
caries and periodontitis of abutment teeth because Candida
co-aggregate with other bacteria occurring their infectious diseases [8].
Candida albicans, a diploid, polymorphic opportunistic fungus that can
exist as yeast, hyphal, and pseudohyphal forms [9], is a predominant
fungus that causes a variety of oral infections such as denture stomatitis
in immunocompromised and elderly populations. It has been reported
that C. albicans represents over 80% of the fungal isolates from all
forms of human candidiasis and remains the most common pathogen
[10]. Non-C. albicans Candida (NCAC), however, such as Candida
glabrata, Candida tropicalis, and Candida parapsilosis, have also been
frequently isolated [10, 11]. NCAC are responsible for higher counts in
denture stomatitis patients [12]. C. glabrata is most frequently
co-isolated with C. albicans in mixed species oral infections [13], and is
reported to establish oropharyngeal candidiasis by binding to
C. albicans hyphae [14]. C. glabrata has become intermediately resistant to all azole class antifungals, and about 15–20% of the strains
develop resistance during therapy and antifungal prophylaxis with
ﬂuconazole [11, 15]. Neutrophil extracellular traps (NETs) are networks of extracellular ﬁbers composed of modiﬁed chromatin decorated with speciﬁc cytoplasmic and granular proteins that entrap and
eliminate bacteria, fungi, parasites, and viruses, are one of the infection
defense mechanisms of neutrophils. Recently, it was reported that
C. glabrata in some clinical isolates did not show NETs formation,
which may be correlated with the high mortality rates in infected patients [16]. C. tropicalis is capable of adhesion with C. albicans and a
dual culture bioﬁlm of C. albicans with C. tropicalis offers a growth
advantage for C. tropicalis [17]. C. tropicalis also has reduced susceptibility to azoles [11]. In denture bioﬁlms, not only Candida spp. but
also Streptococcus spp., Staphylococcus spp., gram-positive rods, lactobacilli, Propionibacterium spp., Veillonella spp., and gram-negative rods
are isolated [18, 19]. Opportunistic microorganisms such as Staphylococcus aureus and methicillin-resistant S. aureus (MRSA), are frequently
isolated from the mouth of elderly people [20, 21, 22] and have been
reported as a cause of denture stomatitis [23]. S. aureus has been reported to co-aggregate with C. albicans [24]. Therefore, it is necessary
to consider not only C. albicans but also NCAC and opportunistic bacteria as targets for denture hygiene control.
Recenty various kinds of biomaterials have been studied in vitro and
in animal models to develop novel strategy for dental treatment,
including bone regeneration, implant and denture [25]. It has been
shown that the biological properties MPC-polymer, which is characterized by a phospholipid polar group that mimics a biomembrane, is
completely harmless to humans; effective in reducing protein adsorption
and bacterial adhesion, and inhibiting cell attachment [26, 27, 28]. We
previously reported that MPC-polymer application signiﬁcantly inhibited
both the adherence and bioﬁlm formation of Streptococcus mutans on
saliva-coated hydroxyapatite, and streptococcal adherence to oral
epithelial cells; and reduced the adherence of Fusobacterium nucleatum to

2. Materials and methods
2.1. Bacterial strains, culture media, and culture conditions
The fungal/bacterial strains used are shown in Table 1. Sabouraud
dextrose medium composed of 10 g/L peptone and 40 g/L glucose, and
Trypticase soy broth (TSB, Becton Dickinson, Sparks, MD, USA) were
used for Candida species and MRSA, respectively. All Candida species
were cultured aerobically at 37  C for 48 h. MRSA was cultured aerobically with shaking at 37  C for 18 h.
2.2. Preparation of acrylic denture resin plates (ADRPs) and MPCpolymers
Heat cured acrylic denture resins (ACRON®, GC Corporation, Tokyo,
Japan) were used for this study. Acrylic denture resin plates (ADRPs)
were prepared in thin plates of 10 mm  10 mm  1 mm (thickness)
dimensions, in accordance with ISO guidelines (ISO/DIS 1567: 1997).
Polymerized ADRPs were sanded using waterproof sandpapers (#240,
#600), and polished using formulated pastes containing rouge.
The biosafety of the MPC-polymer (Figure 1a) (Lipidure-PMB®; NOF
Corp., Tokyo, Japan) was approved by the Food and Drug Administration
(FDA) (510(k)-K000975). Soluble maximum concentration of MPCpolymer in water is 5%. Phosphate buffered saline (PBS, 0.01 M, pH
7.4) was used as the control in this study as already reported in our
previous clinical trials and in vitro experiments [30, 33] and then
MPC-polymer was also diluted with PBS.

Table 1. Bacterial strain and their source used in this study.
Fungal/Bacterial species

Strain

Source

Candida albicans

JCM1542, JCM2085

Type strains

CAD1, KG5, KG8, KG12, KG13,
TCa8, TCa9, TCa10, TCa12, TCa14,
TCa15, TCa16, TG13, TU3

Clinical isolates

C. glabrata

C. tropicalis

2

JCM3761

Type strain

4-332, 4–337, 4–389, 4–401,
4–422, 4-438

Clinical isolates

JCM1541

Type strain

TCa5

Clinical isolate

C. parapsilosis

KG7

Clinical isolate

Staphylococcus aureus (MRSA)

COL, T-1, T-15, T-26, T-31, T-36

Clinical isolates
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2.5. Microbial adherence assay and scanning electron microscopy
Fungal/bacterial strains used in the microbial adherence assay are
shown in Table 1. When denture is worn in the oral cavity, saliva will
adhere almost instantly; moreover, Candida species bind to salivary
mucins, which are proteins secreted by the salivary glands [34, 35]. We
used the mucin-coated ADRP based on these viewpoints. ADRP was
soaked in 0.5 mg/mL mucin solution for 10 min in a 24-well plate and
treated for 1 min using MPC-polymer or PBS as a control. ADRP was
placed into 1 mL fungal/bacterial suspension (1  107 CFU), and then
incubated at room temperature for 90 min. To remove non-adherent
cells, ADRP was washed twice with PBS, and cells adhered on the
ADRP surface were collected in PBS treated with 0.25% trypsin. Recovered cells were serially diluted, and plated on Sabouraud dextrose or TSB
agar plates, and incubated at 37  C for 24 h. Colonies grown on the plates
were counted, and the rate of adherence reduction by 5% MPC-polymer
treatment was calculated as follows:
Rate of adherence reduction (%) ¼ 100 - (Number of CFUs with 5% MPCpolymer treatment/Number of CFUs with PBS treatment  100)
ADRPs adhered to C. albicans JCM2085, C. glabrata JCM3761,
C. tropicalis JCM1541, and MRSA COL strains were dried to the critical
point, coated with gold, and examined by scanning electron microscopy
(SEM) (Miniscope TM-1000; Hitachi, Tokyo, Japan). At least three biological replicates were performed for each experiment were performed
and representative images were shown in the Figure.
2.6. Hydrocarbon adsorption assay
For adsorption to hydrocarbon assay, fungal/bacterial cells shown in
Table 1 were harvested by centrifugation at 12,000 rpm for 3 min after
incubation and resuspended in phosphate urea magnesium sulfate (PUM)
buffer (22.2 g of K2HPO43H2O, 7.26 g of KH2PO4, 1.8 g of urea, 0.2 g of
MgSO47H2O, and 1 L of distilled water, pH 7.1) to an optical density
(OD) of 0.5 at a wavelength of 660 nm. Cell-surface hydrophobicity was
estimated using a modiﬁcation of the hydrocarbon adsorption technique
described by Rosenberg et al. [36]. An aliquot of 0.5 mL hexadecane
(Sigma-Aldrich) was added to 3 mL of the microbial suspension in a test
tube. The test tube was vigorously agitated for 2 min using a vortex mixer
and then allowed to stand for 10 min at 37  C. The turbidity of the
aqueous phase was measured with a spectrophotometer, and the hydrophobicity was expressed as the percentage reduction of the initial
turbidity of the aqueous suspension. At least three biological replicates
were performed for this experiment.

Figure 1. (a) Chemical structure of MPC-polymer. (b) Hydrophilicity of MPCpolymer-coated ADRP. We used the 10 mm  10 mm  1 mm (thickness)
ADRP treated with 5% of MPC-polymer or PBS (control; Ctrl). Graph shows the
contact angle of the 5% of MPC-polymer or PBS-coated ADRP surfaces measured
by a contact angle meter. Bars represent the mean  SD of three measurements.
**P < 0.01.

2.3. Contact angle measurement
To conﬁrm the wettability which is deﬁned as the tendency of one
ﬂuid to spread on or adhere to a solid surface in the presence of other
immiscible ﬂuids, we performed the contact angle measurement in 5%
MPC-polymer. ADRP was soaked in 0.5 mg/mL mucin (Sigma-Aldrich,
USA) solution for 10 min in a 24-well plate and treated with 5% MPCpolymer or PBS as a control for 1 min. All excess of MPC-polymer or
PBS was removed using lint-free wipers. One-microliter of PBS was then
dropped onto the ADRP, and the contact angle was measured using a
contact angle meter (DropMaster500, Kyowa Interface Science, Saitama,
Japan). At least three biological replicates were performed for this
experiment.

2.7. Statistical analysis
Normal distributions in each data were conﬁrmed by Shapiro-Wilk
test. For contact angle measurement and microbial adherence assay,
unpaired Student's t-test and paired Students' t-test, which is a common
parametric test for comparing two groups with normal distributions,
were used. Correlation between the hydrophobicity of fungus/bacteria
and the microbial adherence to ADRP treated with MPC-polymer was
assessed using Spearman's rank correlation coefﬁcient. All statistical
analyses were performed using SPSS version 24.0 (SPSS Japan Inc.,
Tokyo, Japan). Differences were considered signiﬁcant when the probability values were less than 5% (P < 0.05).

2.4. Growth inhibition of Candida species and MRSA by MPC-polymer

3. Results

C. albicans JCM2085, C. glabrata JCM3761, C. tropicalis JCM1541,
and MRSA COL were used. Powdery MPC-polymer was adjusted to 5%
using Sabouraud dextrose medium or TSB. Approximately 1  106
colony forming unit (CFU) of fungal/bacterial cells were added to 3
mL of medium containing 5% of MPC-polymer. Growth of each
fungal/bacterial culture was measured by OD600 at the indicated timepoints.

3.1. Effect of MPC-polymer coating on the hydrophobicity of ADRP
We determined the hydrophobicity of MPC-polymer coated-ADRP.
The contact angle of mucin coated-ADRP treated with 5% of MPCpolymer (32.8  5.4 ) was signiﬁcantly smaller than that of the control
3
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ADRP treated with PBS (67.4  9.0 ) (P < 0.01) (Figure 1b). This result
indicates that MPC-polymer treatment changed the acrylic resin surface
to be more hydrophilic and high wettability.

was signiﬁcantly lower than that in the control, in a concentrationdependent manner (Figure 2b). We also examined the adherent fungal
cells on the ADRP by SEM. The number of fungi on the ADRP treated with
5% MPC-polymer was remarkably lower than that of the control
(Figure 2c).
To conﬁrm the inhibitory effect of MPC-polymer on fungal adherence,
we used several fungal strains, including 15 strains of C. albicans, six
strains of C. glabrata, one strain of C. tropicalis, and one strain of
C. parapsilosis (Figure 3). In 12 out of the 15 C. albicans strains, treatment
with 5% MPC-polymer signiﬁcantly suppressed adherence to ADRP. It is
also of interest that the 5% MPC-polymer treatment remarkably suppressed the adherence of all NCAC to ADRP (Figure 3).

3.2. Effects of MPC-polymer on cell growth and adherence of C. albicans
and NCAC to ADRP
We examined the effect of 5% MPC-polymer on the growth of
C. albicans JCM2085 and NCAC. In all strains, MPC-polymer did not have
any inhibitory effect on cell growth (Figure 2a).
We examined the effect of MPC-polymer treatment on the adhesion of
C. albicans JCM2085 and NCAC to mucin-coated ADRP. In all fungal
strains, the number of cells adhered to ADRP treated with MPC-polymer

Figure 2. Effects of MPC-polymer on cell growth and adherence of C. albicans and NCAC to ADRP. (a) C. albicans JCM2085, C. glabrata JCM3761, and C. tropicalis
JCM1541 are used. 1  106 CFU of fungal cells were added into 3 mL of the medium containing 5% of MPC-polymer. Growth of each fungal culture was monitored as
turbidity by the measurement of OD600 at the indicated time-points. (b) The adherence of fungal cells was determined by microbial adherence assay. Approximately 1
 107 CFU of fungal cells was placed on ADRP and incubated for 90 min at room temperature. Graph shows the number of adherent cells on the ADRP surface after
incubation with PBS (control; Ctrl), 1%, 2.5%, and 5% of MPC-polymer, respectively. Bars represent mean  SD of three measurements. *P < 0.05 and **P < 0.01. (c)
The adherent fungal cells on the ADRP surface after incubation with PBS and 5% of MPC-polymer were observed by SEM.
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Figure 3. Effects of MPC-polymer coating on the adherence of various species of C. albicans and NCAC. We used several fungal strains, including 15 strains of
C. albicans, six strains of C. glabrata, one strain of C. tropicalis, and one strain of C. parapsilosis. The adherence of fungal cells was determined by the same method as in
Figure 2b. Graph shows the number of adherent cells on the surface of ADRP treated with PBS or 5% of MPC-polymer. Bars represent the mean  SD of three
measurements. *P < 0.05 and **P < 0.01.

multiple drug resistance to beta-lactam antibiotics [37]. MRSA is a cause
of several difﬁcult-to-treat infections in humans. Therefore, we investigated the effect of MPC-polymer on MRSA cell growth and adherence to
ADRP treated with MPC-polymer. Results show that 5% of MPC-polymer
did not inﬂuence the cell growth of MRSA COL strain (Figure 4a). In the
microbial adherence assay, the number of adherent MRSA COL strain to

3.3. Effects of MPC-polymer on cell growth and adherence of MRSA to
ADRP
S. aureus is prevalent in the oral cavity and oropharynx in the elderly
and immunocompromised hosts [21, 22]. S. aureus can change to MRSA
through horizontal gene transfer and natural selection, conferring
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Figure 4. Effects of MPC-polymer on MRSA (a) 1  106 CFU of bacterial cells were added into 3 mL of the medium containing 5% of MPC-polymer. Bacterial culture
growth was monitored by OD600 at the indicated time-points. (b) The adherence of bacterial cells was determined using the same method as that shown in Figure 2b.
The graph shows the number of adherent cells on the surface of ADRP treated with PBS (control; Ctrl), 1%, 2.5%, or 5% of MPC-polymer, respectively. Bars represent
the mean  SD of three measurements. **P < 0.01. (c) Adherent bacterial cells on the surface of ADRP treated with PBS or 5% of MPC-polymer were observed by SEM.
(d) The adherence of MRSA was determined by the same method as in Figure 2b. Graph shows the number of adherent cells on the surface of ADRP treated with PBS or
5% MPC-polymer. Bars represent the mean  SD of three measurements. **P < 0.01.

hydrophobicity. Rate of adsorption to hexadecane in 16 strains of
C. albicans was 0–52.7%, NCAC including seven strains of C. glabrata, two
strains of C. tropicalis, and one strain of C. parapsilosis were 7.6–88.8%,
37.8–55.0%, and 93.2%, respectively. Six strains of MRSA adsorbed
hexadecane between 62.0–88.4% (Table 2). Figure 5 shows the correlation between the hydrophobicity of fungi/bacteria and the rate of
bacterial adherence reduction by ADRP treated with 5% of MPCpolymer. The hydrophobicity of the fungi/bacteria was signiﬁcantly
correlated with the change in adherence to ADRP (r ¼ 0.67, P < 0.01).
These results suggest that ADRP treated with MPC-polymer suppresses
the adherence of fungus/bacteria which are higher cell-surface
hydrophobicity.

ADRP treated with MPC-polymer was signiﬁcantly lower in a
concentration-dependent manner (Figure 4b). We also conﬁrmed the
inhibitory effect by SEM (Figure 4c). For other strains of MRSA, 5% of
MPC-polymer treatment signiﬁcantly suppressed bacterial adherence to
ADRP (Figure 4d).
3.4. Correlation between cell surface hydrophobicity of fungi/bacteria and
adherence to the MPC-polymer-treated ADRP
Since the 5% of MPC-polymer did not inﬂuence the cell growth of all
fungal/bacterial strains (Figures 2a and 4a), the suppressive effect of
MPC-polymer on the adherence of fungal/bacterial strains to the acrylic
resin material is not due to cell growth inhibition. We found that MPCpolymer possesses high wettability, i.e. MPC-polymer increases surface
hydrophilicity of ADRP (Figure 1b). To elucidate the mechanism of MPCpolymer on the suppression of fungal/bacterial adherence to ADRP, we
measured the hydrophobicity of fungi and bacteria as listed in Table 1.
Higher rate of adsorption to hexadecane indicates more higher

4. Discussion
Dentures can act as a reservoir for pathogens that could provoke life
threatening aspiration pneumonia, which is one of the major causes of
poor quality of life in the elderly. Reduction of fungal/bacterial load,
6
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Table 2. Cell surface hydrophobicity of Candida species and MRSA.
Strain

Adsorption to hydrocarbon (S.D.) (%)

Candida albicans
JCM1542

5.09

JCM2085

23.49

(2.52)
(7.90)

CAD1

8.95

(5.64)

KG5

3.75

(0.36)

KG8

15.94

(4.88)

KG12

52.69

(17.95)

KG13

5.72

(0.23)

TCa8

23.03

(6.67)

TCa9

8.13

(8.04)

TCa10

31.36

(12.55)

TCa12

2.45

(2.13)

TCa14

2.38

(2.07)

TCa15

7.88

(1.71)

TCa16

8.63

(0.89)

TG13

3.54

(0.44)

TU3

0.00

(0.00)

Figure 5. Correlation between hydrophobicity of Candida species and MRSA
and their adherence to MPC-polymer-treated ADRP. We calculated the rate of
adherence reduction by 5% of MPC-polymer treatment. Graph illustrates the
rate of hexadecane adsorption and the rate of fungal/bacterial adherence
reduction by ADRP treated with 5% of MPC-polymer. The correlation coefﬁcient
(r) was 0.67 (P < 0.01).

NCAC
JCM3761

88.76

(7.91)

4–332

64.44

(6.29)

4–337

72.68

(19.78)

4–389

34.82

(3.79)

4–401

8.93

(2.53)

4–422

7.62

(0.10)

4–438

40.72

(2.25)

JCM1541

55.00

(17.35)

TCa5

37.78

(7.13)

KG7

93.15

(5.59)

reported as a common oral microﬂoral resident in denture plaque [20]. In
Japan, MRSA was isolated from 10% of randomly selected
denture-wearing patients [42]. It has also been reported that oral
S. aureus/MRSA was signiﬁcantly associated with hospital acquired
pneumonia (HAP) incidences, suggesting that S. aureus/MRSA is a
microbiological risk factor for HAP [43]. Here, we have demonstrated
that MPC-polymer coating remarkably suppressed the adherence of
MRSA to the surface of acrylic denture resin plates (Figure 4), suggesting
that MPC-polymer can be useful for preventing HAP in the
denture-wearing elderly in hospitals or nursing homes.
We found a signiﬁcant positive correlation between cell-surface hydrophobicity and the fungal/bacterial adherence reduction rates in ADRP
treated with 5% of MPC-polymer (Figure 5). Minagi et al. reported that
when the contact angle of denture base resin materials is increased, the
number of adherent C. tropicalis cells observed also increased, but not the
cells of C. albicans; suggesting that fungal adherence to denture materials
is related to the hydrophobic interactions [44]. In addition to
MPC-polymer provides high wettability to the surface of ADRP
(Figure 1b), hydrophobic interactions may play an important role, at
least in part, in the adherence of these microorganisms to ADRP.
The reduction rates of fungal adherence to ADRP treated with MPCpolymer were higher in certain strains of C. albicans (JCM2085, KG5,
KG12, KG13, and TCa12), even though their cell-surface hydrophobicity
was rather low (hydrophillicity). Multiple mechanisms of adherence
have been proposed. The molecular interactions involved in the adherence are classiﬁed into non-speciﬁc (electrostatic and hydrophobic interactions) and ligand–receptor speciﬁc interaction. The speciﬁc
interactions, enhanced by morphogenetic transition from budding yeast
to hyphae, are governed by multifunctional adhesins, which are mannoproteins localized on the fungal surface [45]. Several studies have
established the role of some fungal proteins in adherence to host tissues.
Among them, a hyphal wall protein (Hwp1) and two agglutinin-like
proteins (Als1 and Ala1) have been suggested to be involved in adherence to epithelial and endothelial cells [46]. The EAP1 gene in C. albicans,
which encodes a glycosylphosphatidylinositol-anchored, glucan-cross-linked cell wall protein, is required for adhesion and bioﬁlm formation to the epithelial cells and polystyrene [47]. In C. albicans on
silicone biomaterial, the expression of EAP1 and Hwp1 was signiﬁcantly
upregulated during the adhesion phase [48]. Moreover, the expression of

MRSA
COL

68.67

(2.56)

T-1

61.97

(6.65)

T-15

73.93

(9.28)

T-26

67.43

(12.18)

T-31

88.37

(2.67)

T-36

74.33

(8.01)

especially Candida species and MRSA, from denture surfaces can prevent
oral infections including denture stomatitis, and various systemic diseases such as aspiration pneumonia. Adherence of pathogens to host cells
and medical devices is an essential step in the establishment of pathogenic infections. Therefore, inhibition of microbial adherence has been
considered an effective strategy for the prevention of infectious diseases
caused by pathogenic microbes.
This is the ﬁrst report describing the effect of MPC-polymer on the
adherence to acrylic denture resin material using clinical strains of
C. albicans, NCAC, and MRSA. Among NCAC, C. glabrata is most
frequently co-isolated with C. albicans and is thought to be a co-infecting
pathogen with C. albicans [13, 14], that can cause more severe symptoms
and are more difﬁcult to treat [38, 39]. C. glabrata was reported to have a
two-fold greater degree to adhere to acrylic denture surfaces compared to
C. albicans in vitro [40]. This is in concordance with our study that a
higher number of C. glabrata adhered to ADRP compared to C. albicans
(Figures 2b and 2c). It is also noteworthy that the adherence of C. glabrata
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MPC-polymer (Figures 2b and 3). These results suggest that
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5. Conclusion
MPC-polymer coating of acrylic denture resin material is a potent
method for suppressing denture bioﬁlm formation by suppressing the
adherence of pathogenic microbes, including C. albicans, NCAC, and
MRSA that commonly cause denture stomatitis and related infections.
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